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Product Specifications

connect@uswatersystems.com CARB_SORB
(NSF 61)

SPECIFICATION VALUE TEST METHOD
lodine Number (mg/g) Min: 1000 ASTM D4607
Apparent Density (g/cc) Min: 0.52 ASTM D2854
Moisture (as packed) (% by wt) Max: 5 ASTM D2867
Total Ash (% by wt) Max: 3 ASTM D2866
Extractable pH 9-11 ASTM D3838
Hardness Min 98 ASTM D 3802
PARTICLE SIZE 12x40 ASTM MESH ASTM D2862
> 12 mesh (1.700 mm) (% by wt) Max: 5
12x40 (1.700mm x 0.425mm) (% by wt) Min: 90
> 40 mesh (0.425 mm) (% by wt) Max: 5
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